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2cm Architech Porcelain Paver Product Specification
Quartz Range
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QUARTZ GREIGE QUARTZ ANTHRACITE QUARTZ IVORY QUARTZ GREY
600 x 600 x 20mm 600 x 600 x 20mm 600 x 600 x 20MmMm 600 x 600 x 20mm
600 x 1200 x 20mm 600 x 1200 x 20mm 600 x 1200 x 20mm

Trail Range

k.

TRAIL IVORY TRAIL NERO TRAIL MOKA
300 x 1200 x 20mm 300 x 1200 x 20mm 300 x 1200 x 20mm

Note: Colours represented are indicative



2cm Architech Porcelain Paver Technical Specification

Test Items Unit Technical Requirements Test Results Verdict
The dewa_tlon, of each average size | o5 | 002 -+0.02
for each tile from the work size.
. . 0 Length
1 Size & Difference 7o The deviation, of each average size Pass
for each tile from the average size of | £0.4 | -0.02 - +0.01
the 10 test specimens.
Thickness 5 -0.1-+14
2 Straightness of Sides % 0.3 -0.05 - +0.08 Pass
3 Rectangularity % 0.5 -0.07 - +0.05 Pass
Centre curvature +0.4 | -0.01 - +0.06
4 Surface Flatness % |Warpage 10.4 | -0.05-+0.04 Pass
Edge curvature +0.4 | -0.07 - +0.05
A minimum of 95% of the tiles shall be free from visible
5 Surface Quality - |defects that would impair the appearance of a major Conformed Pass
area of tiles.
. Average minimum 0.5 0.13
0
6 Water Absorption % |individual maximum 0.6 0.11-0.15 Pass
. When the thickness = 7.5mmm, the mean value shall
7 Breaking Strength N not be less than 1300 8170 Pass
8 Crazing Resistance _|No crazing or peeling on the glazed surface after the Conformed Pass
crazing test.
9 Frost Resistance - INo cracking or peeling after the frost test. Conformed Pass
10 Resistance to Staining - |[Minimum Class 3 Class 5 Pass
Resistance to Household
11 Chemicals and Swimming| - |Minimum GB Class GA Pass
Pool Salts.
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